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:ES LABORATORIES

----- 

CUSTOMER: Johnson Johnson & Johnson BP Division DATE: 4/26/89

REPORT NO. ES#9166 P.O. 002829-B INVOICE NO. L-9166

Sample no: #731-116 

AMPHIBOLE
GROUP not detected

SERPENTINE
GROUP not detected

k a-QUARTZ not detected

I CHLORITE 1.0%

I DOLOMITE not detected

1 MAGNESITE 0.5%

I
TALC 95-97%

1 OTHER
MINERALS 0.5 1.0%

I MICROSCOPY

REQUIRED— 
No

II FIBROUS*

As defined by OSHA Standard Bulletin 1910.93a, No. 20

ALL TALC SAMPLES ANALYSED BY THE CTFA J4-1 mETHopo
Amphibole Group: Tremolite, Actinolite and Anthophyllite
Serpentine Group: Chrysotile
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